
 
4000 3000 2000 1000

16
75

23
55

 

LCCO-dry

84
5

 

LCCO-3500C  

LCCO-6000C

10
70

15
65

14
40

16
09

 

LCCO-3500C-r

86
5

13
20

13
85

34
20

 

Tr
an

sm
itt

an
ce

(%
)

Wavenumbers(cm-1)

LCCO-6000C-r

(附)圖 1-7 LCCO化合物經H2O2分解反應前後之IR光譜圖 
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(附)圖 1-8 LCC2O化合物經H2O2分解反應前後之IR光譜圖 
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(附)圖 1-9 LCC3O化合物經H2O2分解反應前後之IR光譜圖 
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(附)圖 1-10 YBCO化合物經H2O2分解反應前後之IR光譜圖 
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(附)圖 1-11 BRO化合物經H2O2分解反應前後之IR光譜圖 
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